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Test Report No: Test Entry Date: Tuesday, April 15, 2008

CLIENT CLIENT

Test Remarks: Revised Test Report 3634A:  Added "+" to lot name.
Revised Test Report 3634B:  Changed 1000+ to 1500+ and "E" and "F"

Contact Name:

PART NUMBER
LOT NUMBER

PO NUMBE
WO-REL# TEST SPECIFICATION NAME

TEST PROCEDURE NAMEOURJOBIDRECEIVED DATE

INDATE OUTDATE TESTCNT RETCNT
REQ COMP REQ COMP

HOURS CYCLES
Part Test InformationClient Information

TEST STATUSPART DESCRIPTION

2012.01TESTING CERT#

3016

Samples

AlloChrome 1500+, Lot E

TBD

TBD

29-May-08

UNDEFINED

Salt Spray Testing Per ASTM B117-07a

15-Apr-08 17-Jun-08 5 1512

Parts ID #1 through 5 had no red rust present at 1512 hrs of exposure.

3016

Samples

Allo Chrome 1500+, Lot F

TBD

TBD

29-May-08

UNDEFINED

Salt Spray Testing Per ASTM B117-07a

15-Apr-08 17-Jun-08 5 1512

Parts ID #1 through 5 had no red rust present at 1512 hrs of exposure.

End Of Report

Danielle Schatz Revision# 1.3 Date 2/19/08

General Manager
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The results stated above relate only to the specific items tested. Information and statements in this report are derived from material, information, and/or specifications furnished by the client and exclude any 
expressed or implied warranties as to the fitness of material tested or analyzed for any particular purpose or use. This report is confidential property of our client and may not be used for advertising purposes. This 
report shall not be reproduced except in full, without written approval of this laboratory. This recording of false, ficticious or fraudulent statements or entries on this document may be punished as a felony.  Sample 
remnants are retained for a minimum of 6 months following issuance of test results, as which point they will be discarded unless notified in writing by the client.


